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Inspection & Testing Rates

Asphalt Laboratory

Last UpdateRate ($/Unit)Unit   Material

                                                                                                                                                                              Asphalt Ton $1.0000 01/01/2008

                                                                                                                                                                              Asphalt Gallon $0.0040 01/01/2008

                                                                                                                                                                              Asphalt (AC, Emulsion, Cutback) Test $165.0000 08/02/2008

                                                                                                                                                                              Asphalt (PG) Test $300.0000 08/01/2008

                                                                                                                                                                              Backerboard Test $66.0000 08/01/2008

                                                                                                                                                                              Bituminous Adhesive for Pavement Markers Pound $0.0180 01/01/2008

                                                                                                                                                                              Bituminous Adhesive for Pavement Markers LB $0.0180 01/01/2008

                                                                                                                                                                              Bituminous Adhesive for Pavement Markers (Basic Tests) Test $230.0000 08/01/2008

                                                                                                                                                                              Bituminous Adhesive for Pavement Markers (Extraction of 

Base/filler)

Test $230.0000 08/08/2008

                                                                                                                                                                              Class 1 & 2, Two Component Synthetic Polymer Joint 

Sealer

Pound $0.0190 01/01/2008

                                                                                                                                                                              Class 3, Hot Poured Rubber Joint Sealant Pound $0.0190 01/01/2008

                                                                                                                                                                              Class 3, Hot Poured Rubber Joint Sealant Test $625.0000 01/01/2008

                                                                                                                                                                              Class 4, 5, & 7 Low Modulus Silicone/Polyurethane 

Sealant

Pound $0.0190 01/01/2008

                                                                                                                                                                              Class 8, Low Modulus, Self Leveling, Concrete Only Test $625.0000 01/01/2008

                                                                                                                                                                              Class 8, Low Modulus, Self Leveling, Concrete Only pound $0.0190 01/01/2008

                                                                                                                                                                              Class 9 & 10, Polymer Modified Asphalt Emulsion Joint 

Sealer

Pound $0.0190 01/01/2008

                                                                                                                                                                              Crack Sealers, All Types Test $230.0000 08/01/2008

                                                                                                                                                                              Flexible Bituminous Adhesive for Pavement Markers Test $230.0000 10/29/2009

                                                                                                                                                                              Hard Residue Surface Sealant (AC, Emulsion, 

Cutback,HRSS)

Test $165.0000 04/16/2010

                                                                                                                                                                              Joint Sealer, Class 1,2,3 Test $230.0000 08/01/2008

                                                                                                                                                                              Joint Sealer, Class 4, 5, 7, 8 Test $365.0000 08/01/2008

                                                                                                                                                                              Joint Sealer, Class 9 & 10 Test $200.0000 01/01/2008

                                                                                                                                                                              Preformed Fiber Material Test $50.0000 01/01/2008

                                                                                                                                                                              Preformed Fiber Material Sq. Foot $0.3200 01/01/2008

                                                                                                                                                                              Rubber Asphalt Crack Sealant Compound Test $200.0000 01/01/2008

Chemical Laboratory

Last UpdateRate ($/Unit)Unit   Material

                                                                                                                                                                              1, 1, 1, Trichlorethane Test $200.0000 01/01/2008

                                                                                                                                                                              Acid Insolubles in Aggregate Test $100.0000 01/01/2008

                                                                                                                                                                              Aluminum Sign Blanks Test $250.0000 08/01/2008

                                                                                                                                                                              Asphalt Extraction Solvent Test $250.0000 01/01/2008

                                                                                                                                                                              Binder for Producing Grout or Concrete (Type VIII) Test $500.0000 01/01/2008

                                                                                                                                                                              Bridge Deck Sealant and Adhesive (Type IV) Test $500.0000 01/01/2008

                                                                                                                                                                              Concrete Adhesive (Type V) Test $500.0000 01/01/2008

                                                                                                                                                                              Concrete Patching Material Test $500.0000 01/01/2008

                                                                                                                                                                              De-icing Salt Test $450.0000 01/01/2008

                                                                                                                                                                              Dowel & Tie Bar Adhesive/Epoxy (Type III) Test $500.0000 01/01/2008

                                                                                                                                                                              Elastomeric Bearings (Laminated) Test $800.0000 08/01/2008

                                                                                                                                                                              Elastomeric Bearings (Plain) Test $800.0000 08/01/2008

                                                                                                                                                                              Elastomeric Bearings (Sliding) Test $800.0000 08/01/2008
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                                                                                                                                                                              Elastomeric Concrete Type I Test $500.0000 01/01/2008

                                                                                                                                                                              Emulsifying Agent & Detergent Test $200.0000 01/01/2008

                                                                                                                                                                              Epoxy - Segmental Test $500.0000 01/01/2008

                                                                                                                                                                              Epoxy for Crack Injection type IX Each $500.0000 05/31/2011

                                                                                                                                                                              Epoxy for Crack Injection Type IX Each $500.0000 06/01/2011

                                                                                                                                                                              Epoxy Type V Test $500.0000 04/02/2009

                                                                                                                                                                              Epoxy Type VII Test $500.0000 04/02/2009

                                                                                                                                                                              Fabric Joint Underseal Test $250.0000 08/01/2008

                                                                                                                                                                              Fabric Underseal Test $250.0000 08/01/2008

                                                                                                                                                                              Filter Fabric Test $250.0000 08/01/2008

                                                                                                                                                                              Geogrid Each $500.0000 05/18/2011

                                                                                                                                                                              Lime Test $125.0000 01/01/2008

                                                                                                                                                                              Lime - Type B Test $200.0000 01/01/2008

                                                                                                                                                                              Polyethylene Plastic Bags Test $100.0000 01/01/2008

                                                                                                                                                                              Preformed Joint Seal and Adhesive Test $225.0000 01/01/2008

                                                                                                                                                                              Quick Lime Test $175.0000 01/01/2008

                                                                                                                                                                              Salt Test $300.0000 01/01/2008

                                                                                                                                                                              Sign Plating Sq. Ft. $0.0750 01/01/2008

                                                                                                                                                                              Silt Fence Test $250.0000 01/01/2008

                                                                                                                                                                              Spelter Test Test $100.0000 01/01/2008

                                                                                                                                                                              Traffic Cones Test $300.0000 01/01/2008

                                                                                                                                                                              Traffic Marker Adhesive (Type II) Test $500.0000 01/01/2008

                                                                                                                                                                              Vehicle Loop Sealant Test $500.0000 01/01/2008

                                                                                                                                                                              Water Analysis Test $250.0000 01/01/2008

                                                                                                                                                                              Waterproofing Membrane Test $250.0000 09/23/2008

Coatings & Traffic Materials

Last UpdateRate ($/Unit)Unit   Material

                                                                                                                                                                              Clear Acrylic Sealer Test $50.0000 01/01/2008

                                                                                                                                                                              Coatings for Concrete Class B Test $250.0000 01/01/2008

                                                                                                                                                                              Coatings for Concrete, Clear Test $100.0000 01/01/2008

                                                                                                                                                                              Concrete Surface Finish (Clear) Test $75.0000 01/01/2008

                                                                                                                                                                              Concrete Surface Treatment Test $100.0000 01/01/2008

                                                                                                                                                                              Concrete Surface Treatment, Penetrating Test $100.0000 01/01/2008

                                                                                                                                                                              Delineator and Object Markers Test $100.0000 01/01/2008

                                                                                                                                                                              Epoxy Powder Coating for Reinforced Steel Test $100.0000 01/01/2008

                                                                                                                                                                              Flexible Delineator Posts Test $100.0000 01/01/2008

                                                                                                                                                                              Glass Traffic Beads Test $150.0000 01/01/2008

                                                                                                                                                                              Isopropyl Alcohol Test $100.0000 01/01/2008

                                                                                                                                                                              Jiggle Bar Tiles Test $250.0000 01/01/2008

                                                                                                                                                                              Liquid Membrane Forming Compound for Curing 

Concrete

Test $250.0000 01/01/2008

                                                                                                                                                                              Overhead Sign Background Coatings Test $100.0000 01/01/2008

                                                                                                                                                                              Paint - Project Test $250.0000 01/01/2008

                                                                                                                                                                              Paint Thinner Test $100.0000 01/01/2008

                                                                                                                                                                              Pavement Markers Test $250.0000 01/01/2008

                                                                                                                                                                              Pavement Marking Tape Roll $0.7500 01/01/2008

                                                                                                                                                                              Reflective Sheeting Test $100.0000 01/01/2008
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                                                                                                                                                                              Reflective Traffic Cone Sleeves Test $100.0000 01/01/2008

                                                                                                                                                                              Retroreflective Prefabricated Pavement Marking Material Test $100.0000 01/01/2008

                                                                                                                                                                              Safety Vests Test $100.0000 01/01/2008

                                                                                                                                                                              Sign Reflector Units Test $100.0000 01/01/2008

                                                                                                                                                                              Structural Paints Test $250.0000 01/01/2008

                                                                                                                                                                              Temporary Flexible-Reflective Roadway Marker Tabs Test $100.0000 01/01/2008

                                                                                                                                                                              Thermoplastic Pavement Marking Material Test $250.0000 01/01/2008

                                                                                                                                                                              Traffic Buttons Test $250.0000 01/01/2008

                                                                                                                                                                              Traffic Paint Test $100.0000 01/01/2008

                                                                                                                                                                              Zinc Dust Test $250.0000 01/01/2008

Flexible Pavements

Last UpdateRate ($/Unit)Unit   Material

                                                                                                                                                                              Bulk Specific Gravity of Molded Specimen (set of 3) Test $40.0000 01/01/2008

                                                                                                                                                                              Coverstone Ton $0.6300 01/01/2008

                                                                                                                                                                              Moisture Content Test $25.0000 01/01/2008

                                                                                                                                                                              Molding (Set of 2) Superpave Test $100.0000 08/01/2008

                                                                                                                                                                              Molding (Set of 3) Texas Test $60.0000 08/01/2008

                                                                                                                                                                              Pre-Coated Coverstone Ton $0.6300 01/01/2008

                                                                                                                                                                              Pre-Mix Ton $0.6300 01/01/2008

                                                                                                                                                                              Rapid Curing Patching Mix Pound $0.0600 08/01/2008

                                                                                                                                                                              Rapid Curing Patching Mix Test $650.0000 08/01/2008

                                                                                                                                                                              Sieve Analysis Test $50.0000 08/01/2008

                                                                                                                                                                              Synthetic Aggregates Cubic yard $0.1900 01/01/2008

                                                                                                                                                                              Theoretical Maximum Specific Gravity Test $60.0000 08/01/2008

Geotechnical Soils & Aggregates

Last UpdateRate ($/Unit)Unit   Material

                                                                                                                                                                              Bar Linear Shrinkage Test $30.0000 01/01/2008

                                                                                                                                                                              Coarse Aggregate Analysis Test $56.0000 01/01/2008

                                                                                                                                                                              Concrete Aggregates Cubic yard $0.0500 01/01/2008

                                                                                                                                                                              Consolidation/Swell Test $375.0000 01/01/2008

                                                                                                                                                                              Decantation Test $25.0000 01/01/2008

                                                                                                                                                                              Deleterious Materials Test $25.0000 01/01/2008

                                                                                                                                                                              Differential Wear Test $29.0000 01/01/2008

                                                                                                                                                                              Differential Wear (W.O.Polish Value) Test $175.0000 01/01/2008

                                                                                                                                                                              Direct Shear Test $188.0000 01/01/2008

                                                                                                                                                                              Fine Aggregate Analysis Test $50.0000 01/01/2008

                                                                                                                                                                              Flakiness Index Test $38.0000 01/01/2008

                                                                                                                                                                              Fly Ash, Part II Test $200.0000 11/19/2009

                                                                                                                                                                              Freeze - Thaw Test $94.0000 01/01/2008

                                                                                                                                                                              Hydrometer Analysis Test $240.0000 11/19/2009

                                                                                                                                                                              Lime Fly Ash, Part I Test $1,200.0000 11/19/2009

                                                                                                                                                                              Los Angeles Abrasion Test $44.0000 01/01/2008

                                                                                                                                                                              Natural Aggregates Cubic yard $0.0190 01/01/2008

                                                                                                                                                                              Organic Impurities Test $20.0000 01/01/2008

                                                                                                                                                                              Particle Count Test Test $13.0000 01/01/2008

                                                                                                                                                                              Percent Limestone Test $75.0000 01/01/2008
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                                                                                                                                                                              Polish Value Test $188.0000 01/01/2008

                                                                                                                                                                              Pressure Slaking Test $63.0000 01/01/2008

                                                                                                                                                                              Resistivity of Soils Test $69.0000 01/01/2008

                                                                                                                                                                              Sand Equivalent Value Test $28.0000 01/01/2008

                                                                                                                                                                              Screen Analysis Test $31.0000 01/01/2008

                                                                                                                                                                              Soil Constants Test $125.0000 01/01/2008

                                                                                                                                                                              Soil Permeability Test $94.0000 01/01/2008

                                                                                                                                                                              Soil pH Test $63.0000 01/01/2008

                                                                                                                                                                              Soundness Test $75.0000 01/01/2008

                                                                                                                                                                              Specific Gravity Test $33.0000 01/01/2008

                                                                                                                                                                              Triaxial, Consolidated - Undrained Test $375.0000 01/01/2008

                                                                                                                                                                              Triaxial, TEX-117-E Test $600.0000 11/19/2009

                                                                                                                                                                              Triaxial, Unconsolidated - Undrained Test $44.0000 01/01/2008

                                                                                                                                                                              Unit Weight Test $25.0000 01/01/2008

                                                                                                                                                                              Wet Ball Mill Test $23.0000 01/01/2008

Materials

Last UpdateRate ($/Unit)Unit   Material

                                                                                                                                                                              All Materials Sampling HR $27.5000 01/01/2008

                                                                                                                                                                              Bridge Inspection HR $33.3300 01/01/2008

                                                                                                                                                                              Bridge Inspection - Overtime HR $49.9950 01/01/2008

                                                                                                                                                                              Material Re-Inspection SVCU $1.0000 01/01/2008

                                                                                                                                                                              Travel Expense, Lodging Each $1.0000 01/01/2008

                                                                                                                                                                              Travel Expense, Per Diem Each $1.0000 01/01/2008

                                                                                                                                                                              Travel Expense, Public Transportation Each $1.0000 01/01/2008

                                                                                                                                                                              Travel Expenses SVCU $1.0000 01/01/2008

Rigid Pavements & Concrete Materials

Last UpdateRate ($/Unit)Unit   Material

                                                                                                                                                                              Absorption Test Test $23.0000 01/01/2008

                                                                                                                                                                              Acid Soluble Chloride in Concrete Test $25.0000 01/01/2008

                                                                                                                                                                              Cement, Type I, I-A, II and III Barrel $0.0600 01/01/2008

                                                                                                                                                                              Charpy Impact Test $113.0000 01/01/2008

                                                                                                                                                                              Compression Test Test $34.0000 01/01/2008

                                                                                                                                                                              Concrete Admixture Test $125.0000 01/01/2008

                                                                                                                                                                              Concrete Blocks Test $20.0000 01/01/2008

                                                                                                                                                                              Concrete Chloride Analysis Test $81.0000 01/01/2008

                                                                                                                                                                              Concrete M.O.E. Test $38.0000 01/01/2008

                                                                                                                                                                              Fly Ash Test $250.0000 01/01/2008

                                                                                                                                                                              Hardness (Brn & Hr) Test $25.0000 01/01/2008

                                                                                                                                                                              High Strength Bolts, Nuts and Washers Test $69.0000 01/01/2008

                                                                                                                                                                              High Strength Fasteners Test $125.0000 01/01/2008

                                                                                                                                                                              Linear Traverse Test $280.0000 01/01/2008

                                                                                                                                                                              Low-Relaxation Strand Test $64.0000 01/01/2008

                                                                                                                                                                              Multi-Piece Tie Bar Test $15.0000 01/01/2008

                                                                                                                                                                              Petrographic Analysis Test $313.0000 01/01/2008

                                                                                                                                                                              Quick Set Concrete Test $125.0000 01/01/2008

                                                                                                                                                                              Sand Briquettes Test $50.0000 01/01/2008
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                                                                                                                                                                              Steel Strand M.O.E. Test $25.0000 01/01/2008

                                                                                                                                                                              Strand Tension Test Test $13.0000 01/01/2008

                                                                                                                                                                              Tension Test Test $44.0000 01/01/2008

Structural

Last UpdateRate ($/Unit)Unit   Material

                                                                                                                                                                              Anchor Bolts - OSSB, Poles, etc. Each $2.4965 06/01/2010

                                                                                                                                                                              Anchor Bolts-Railing Each $1.2483 06/01/2010

                                                                                                                                                                              Bridge Mounted Sign Post Pound $0.5492 06/01/2010

                                                                                                                                                                              Bridge Protective Angle Each $19.0000 01/01/2008

                                                                                                                                                                              Bridge Protective Assembly Each $19.0000 01/01/2008

                                                                                                                                                                              Bridge Protective Bracket Each $13.0000 01/01/2008

                                                                                                                                                                              Bridge Rail Post Each $1.6477 06/01/2010

                                                                                                                                                                              Bridge Rail Tube Linear Foot $1.9972 06/01/2010

                                                                                                                                                                              Concrete Box Culverts Linear Foot $0.8738 06/01/2010

                                                                                                                                                                              Disc/Pot Bearing Each $99.8600 06/01/2010

                                                                                                                                                                              Double Wal Panel Sq. Foot $0.3800 01/01/2008

                                                                                                                                                                              Double Wal Parapet Sq. Foot $0.1900 01/01/2008

                                                                                                                                                                              Elastomeric Bearings (Laminated) Each $2.4965 06/01/2010

                                                                                                                                                                              Elastomeric Bearings (Plain) Each $0.9986 11/15/2011

                                                                                                                                                                              Elastomeric Bearings (Sliding) Each $31.9053 06/01/2010

                                                                                                                                                                              Elastomeric Laminated Bearing Assembly Each $49.9300 06/01/2010

                                                                                                                                                                              Galvanized Pipe Sign Post Linear Foot $0.3100 01/01/2008

                                                                                                                                                                              High Mast Illumination Assembly Ring Each $71.3999 06/01/2010

                                                                                                                                                                              High Mast Illumination Poles Each $178.6495 11/15/2011

                                                                                                                                                                              Large Roadside Sign Supports Pound $0.5492 06/01/2010

                                                                                                                                                                              Mast Arms Each $14.0303 06/01/2010

                                                                                                                                                                              MBGF Steel Line Post Each $0.6391 06/01/2010

                                                                                                                                                                              MBGF Steel Spacer Blocks Each $0.4400 01/01/2008

                                                                                                                                                                              Misc. Structural Steel Pound $0.0360 06/01/2010

                                                                                                                                                                              Post-Aluminum Each $1.5600 01/01/2008

                                                                                                                                                                              Posts-Steel Each $1.1300 01/01/2008

                                                                                                                                                                              Precast Concrete Arch Unit Linear Foot $10.1857 06/01/2010

                                                                                                                                                                              Precast Concrete Columns for Sound Walls Linear Foot $0.3445 06/01/2010

                                                                                                                                                                              Precast Concrete Coping Linear Foot $0.3445 06/01/2010

                                                                                                                                                                              Precast Concrete Traffic Barrier Linear Foot $0.0088 01/01/2008

                                                                                                                                                                              Precast Concrete Wall Panel (Non Standard) Square Foot $0.9986 06/01/2010

                                                                                                                                                                              Precast Headwalls Each $51.0285 06/01/2010

                                                                                                                                                                              Precast Wall Panels Square Foot $0.0649 06/01/2010

                                                                                                                                                                              Prestressed Concrete Box Beams Linear Foot $1.1484 06/01/2010

                                                                                                                                                                              Prestressed Concrete Panels Sq. Foot $0.0499 06/01/2010

                                                                                                                                                                              Prestressed Concrete Piling Linear Foot $0.3445 06/01/2010

                                                                                                                                                                              Prestressed Concrete Sheet Piling Sq. Foot $0.1248 06/01/2010

                                                                                                                                                                              Prestressed Concrete Tee, Slab, & I-Beams Linear Foot $0.7490 06/01/2010

                                                                                                                                                                              Prestressed Concrete Trap. Beams Linear Foot $4.5000 01/01/2008

                                                                                                                                                                              Prestressed Concrete U Beams Linear Foot $1.2483 06/01/2010

                                                                                                                                                                              Railing Linear Foot $0.3994 06/01/2010
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                                                                                                                                                                              Reinforced Concrete Pipe Linear Foot $0.2000 01/01/2008

                                                                                                                                                                              Reinforcing Steel (Plain or Epoxy Coated) Pound $0.0011 01/01/2008

                                                                                                                                                                              Roadway Illumination Poles Each $24.2161 06/01/2010

                                                                                                                                                                              Segmental Prestressed Units Linear Foot $88.0000 01/01/2008

                                                                                                                                                                              SEJ's / Armor Joints Linear Foot $0.1648 06/01/2010

                                                                                                                                                                              Sign Support Bridges Linear Foot $2.0971 06/01/2010

                                                                                                                                                                              Sign Walkway Linear Foot $0.6900 01/01/2008

                                                                                                                                                                              Signs Sq. Foot $0.3994 06/01/2010

                                                                                                                                                                              Spacer Blocks-Steel Each $0.4400 01/01/2008

                                                                                                                                                                              Structural Bolts and Fasteners Each $0.2500 01/01/2008

                                                                                                                                                                              Structural Steel Bridge Girders Pound $0.0190 06/01/2010

                                                                                                                                                                              T-6 Rail Steel Line Post Each $1.1300 01/01/2008

                                                                                                                                                                              T-6 Rail Tube Linear Foot $0.3800 01/01/2008

                                                                                                                                                                              Terminal Anchor Posts Each $1.4979 06/02/2010

                                                                                                                                                                              Transformer Bases for Roadway Illuminated Poles Each $6.3811 06/02/2010

                                                                                                                                                                              Treated Service Poles Each $4.5000 01/01/2008

                                                                                                                                                                              Treated Timber Post (Old Rate) Each $0.6000 01/01/2008
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