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1. SCOPE 

1.1 Use these methods to determine the weight and uniformity of coating on zinc-coated 
(galvanized) iron or steel articles, such as corrugated metal pipe, rail, posts, bolts, nuts 
and other fittings, castings and forgings, steel pipe, chain link fence, wire, and other 
miscellaneous items. 

2. PROCEDURES 

2.1 Use the apparatus and follow the procedures specified in: 

 ASTM A 90 and 

 ASTM A 239. 

 


