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CONSTRUCTION DIVISION 1 – 1 
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Test Procedure for 

COLOR MEASUREMENT OF GLASS BEADS 

TxDOT Designation: Tex-823-B 

Effective Date: August 1999 – June 2026 

1. SCOPE 

1.1 This method is identical to Federal Test Method Standard 141, Method 4252. 

 


