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1. SCOPE 

1.1 Use this method to determine the skinning characteristics of coatings. 

1.2 The values given in parentheses (if provided) are not standard and may not be exact 
mathematical conversions. Use each system of units separately. Combining values from 
the two systems may result in nonconformance with the standard. 

2. APPARATUS 

2.1 Triple-seal can and matching lid, 0.24 L (1 pt.) 

3. PROCEDURE 

3.1 Thoroughly mix the paint sample. 

3.2 Fill a 0.24-L (1-pt.) triple-seal can approximately 3/4 full. 

3.3 Seal the container as quickly as possible. 

3.4 Store the sample at a temperature between 21 and 27°C (70 and 80°F). Do not disturb the 
sample until the end of the 48-hour test period, unless otherwise specified. 

3.5 At the end of the test period, open the container very carefully. 

3.6 Examine the sample for skinning. 

4. REPORT 

4.1 Report the result as passing if, after lightly touching the surface of the paint with one 
finger, paint is picked up. 

4.2 Report the paint as failing if, after lightly touching the surface, the finger picks up no 
paint. 

 


