
EVALUATING SAG RESISTANCE OF COATINGS TXDOT DESIGNATION: TEX-812-B
 

CONSTRUCTION DIVISION 1 – 1 LAST REVIEWED: OCTOBER 2014
 

Test Procedure for 

EVALUATING SAG RESISTANCE OF COATINGS 

TxDOT Designation: Tex-812-B 

Effective Date: August 1999 

1. SCOPE 

1.1 ASTM D 4400 has replaced this method, with the following exceptions. 

 Preshear only as in Step 6.1.1. 

 Report only the index stripe as in Step 6.5.3. Do not report the percentage of post-
index stripe as in Step 6.5.4. 

 


