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1. SCOPE 

1.1 This method details the procedure and equipment used in testing the heat resistance of 
vehicle validation stickers. 

1.2 The values given in parentheses (if provided) are not standard and may not be exact 
mathematical conversions. Use each system of units separately. Combining values from 
the two systems may result in nonconformance with the standard. 

2. APPARATUS 

2.1 Oven, circulating air type, able to control temperatures to within ± 10°F of that specified. 

3. PROCEDURES 

3.1 Place the as-received sticker between two metal plates at least as large as the sticker. 

3.2 Insert sticker and plates into a convection oven and place a 20-lb. weight on the top plate. 

3.3 Expose the sample to 120°F for 48 hr. 

3.4 After 48 hr. at the specified temperature, remove the sample and allow to cool for 1 hr. 

3.5 Examine for changes in general appearance or shape. 


