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1. SCOPE 

1.1 Use this method to determine the retroreflection of a pavement marker that is completely 
wet with water. 

1.2 The values given in parentheses (if provided) are not standard and may not be exact 
mathematical conversions. Use each system of units separately. Combining values from 
the two systems may result in nonconformance with the standard. 

2. MATERIALS 

2.1 Non-ionic liquid detergent in water, 1% solution. 

2.2 Soft nylon bristle brush. 

3. PROCEDURE 

3.1 Wash the marker in the detergent solution, scrubbing with the nylon brush to remove all 
dirt, grease, oil, etc. 

3.2 Dip the marker in a container of clean detergent solution. 

3.3 Immediately proceed with Tex-842-B to determine the marker's reflectance. 

 


