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1. SCOPE

1.1 This method describes the equipment and procedures used to determine the amount of
sodium oxide (Na,O) and potassium oxide (K,0) in hydraulic cement by flame
photometry.

1.2 Materials and procedures are in accordance with ASTM C 114.

1.3 The values given in parentheses (if provided) are not standard and may not be exact

mathematical conversions. Use each system of units separately. Combining values from
the two systems may result in nonconformance with the standard.

2. APPARATUS

2.1 Instrumentation Laboratory 443 Au/Special Flame Photometer, or other equipment of
equal or better response, sensitivity, and accuracy.

CONSTRUCTION DIVISION 1-1 EFFECTIVE DATE: AUGUST 1999



